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SECTION 07 11 13 - BITUMINOUS DAMPPROOFING

PART 1 - GENERAL

11

1.2

1.3

A

B.

A

B.

A

SUMMARY

This Section includes the following:

1. Cold-applied, cut-back asphalt dampproofing.

2. Cold-applied, emulsified-asphalt dampproofing.

See Division 01 Section "Sustainable Desigh Requirements" for additional LEED requirements.

SUBMITTALS

Product Data: For each type of product indicated.

LEED Submittals:

1. Credit EQ 4.2: Product Data for dampproofing used on the interior of the building
indicating VOC content in g/L calculated according to 40 CFR 59, Subpart D (EPA
Method 24).

PROJECT CONDITIONS

Ventilation: Provide adequate ventilation during application of dampproofing in enclosed
spaces. Maintain ventilation until dampproofing has cured.

PART 2 - PRODUCTS

2.1

A

COLD-APPLIED, CUT-BACK ASPHALT DAMPPROOFING

Manufacturers:  Subject to compliance with requirements, provide products by one of the
following:

1. ChemMasters Corp.

2. Degussa Building Systems; Sonneborn Brand Products.
3. Henry Company.

4. Karnak Corporation.

5. Koppers Inc.

6. Malarkey Roofing Products.

7. Meadows, W. R., Inc.

8. Tamms Industries, Inc.
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B.  Trowel Coats: ASTM D 4586, Type I, Class 1, fibered.
C.  Brush and Spray Coats: ASTM D 4479, Type I, fibered or nonfibered.
D. VOC Content: 2.5 Ib/gal. or less.
2.2 COLD-APPLIED, EMULSIFIED-ASPHALT DAMPPROOFING
A.  Available Manufacturers: Subject to compliance with requirements, manufacturers offering
products that may be incorporated into the Work include, but are not limited to, the following:
B.  Manufacturers: Subject to compliance with requirements, provide products by one of the
following:
1. ChemMasters Corp.
2. Degussa Building Systems; Sonneborn Brand Products.
3. Henry Company.
4. Karnak Corporation.
5. Koppers Inc.
6. Malarkey Roofing Products.
7. Meadows, W. R., Inc.
8. Tamms Industries, Inc.
C. Trowel Coats: ASTM D 1227, Type Il, Class 1.
D.  Fibered Brush and Spray Coats: ASTM D 1227, Type Il, Class 1.
E. Brush and Spray Coats: ASTM D 1227, Type Ill, Class 1.
F. VOC Content: Zero.
2.3 PROTECTION COURSE
A. Protection Course, Asphalt-Board Type: ASTM D 6506, premolded, 1/8-inch- thick, multi-ply,
semirigid board consisting of a mineral-stabilized asphalt core sandwiched between layers of
asphalt-saturated felt, and faced on 1 side with polyethylene film.
B.  Protection Course: Fan folded, with a core of extruded-polystyrene board insulation faced on
side(s) with plastic film, nominal thickness 1/4 inch, with compressive strength of not less than
8 psi per ASTM D 1621, and maximum water absorption by volume of 0.6 percent per
ASTM C 272.
C. Protection Course: Unfaced, fan-folded, extruded-polystyrene board insulation, nominal

thickness 1/4 inch with compressive strength of not less than 8 psi per ASTM D 1621.
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D.  Protection Course, Roll-Roofing Type: Smooth-surfaced roll roofing complying with
ASTM D 6380, Class S, Type III.
2.4 MISCELLANEOUS MATERIALS
A.  Cut-Back Asphalt Primer: ASTM D 41.
B.  Emulsified-Asphalt Primer: ASTM D 1227, Type Ill, Class 1, except diluted with water as
recommended by manufacturer.
C.  Asphalt-Coated Glass Fabric: ASTM D 1668, Type I.

PART 3 - EXECUTION

3.1

3.2

3.3

A

A

B.

C.

A

B.

PREPARATION

Clean substrates of projections and substances detrimental to work; fill voids, seal joints, and
apply bond breakers if any, as recommended by prime material manufacturer.

APPLICATION, GENERAL

Comply with manufacturer's written recommendations unless more stringent requirements are
indicated or required by Project conditions to ensure satisfactory performance of dampproofing.

Apply dampproofing to footings and foundation walls where opposite side of wall faces
building interior.

1. Apply from finished-grade line to top of footing, extend over top of footing, and down a
minimum of 6 inches over outside face of footing.

2. Extend 12 inches onto intersecting walls and footings, but do not extend onto surfaces
exposed to view when Project is completed.

3. Install flashings and corner protection stripping at internal and external corners, changes
in plane, construction joints, cracks, and where shown as "reinforced," by embedding an
8-inch- wide strip of asphalt-coated glass fabric in a heavy coat of dampproofing.
Dampproofing coat for embedding fabric is in addition to other coats required.

Apply dampproofing to provide continuous plane of protection on interior face of above-grade,
exterior concrete and masonry walls unless walls are indicated to receive direct application of
paint.

COLD-APPLIED, CUT-BACK ASPHALT DAMPPROOFING

On Concrete Foundations: Apply 2 brush or spray coats at not less than 1.25 gal./100 sq. ft. for
first coat and 1 gal./100 sg. ft. for second coat, or 1 trowel coat at not less than 4 gal./100 sqg. ft..

On Unparged Masonry Foundation Walls: Apply primer and 1 trowel coat at not less than 4
gal./100 sq. ft..
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On Unexposed Face of Concrete Retaining Walls: Apply 1 brush or spray coat at not less than
1.25 gal./100 sq. ft..

On Unexposed Face of Masonry Retaining Walls: Apply primer and 1 brush or spray coat at
not less than 1.25 gal./100 sq. ft..

COLD-APPLIED, EMULSIFIED-ASPHALT DAMPPROOFING

On Concrete Foundations: Apply 2 brush or spray coats at not less than 1.5 gal./100 sg. ft. for
first coat and 1 gal./100 sq. ft. for second coat, 1 fibered brush or spray coat at not less than 3
gal./100 sq. ft., or 1 trowel coat at not less than 4 gal./100 sqg. ft..

On Unparged Masonry Foundation Walls: Apply primer and 1 trowel coat at not less than 5
gal./100 sq. ft..

On Unexposed Face of Concrete Retaining Walls: Apply 1 brush or spray coat at not less than
1.25 gal./100 sq. ft..

On Unexposed Face of Masonry Retaining Walls: Apply primer and 1 brush or spray coat at
not less than 1.25 gal./100 sq. ft..

INSTALLATION OF PROTECTION COURSE
Where indicated, install protection course over completed-and-cured dampproofing. Comply
with dampproofing material manufacturer's written recommendations for attaching protection

course.

1. Support protection course with spot application of adhesive of type recommended by
protection board manufacturer over cured coating.

2. Install protection course within 24 hours of installation of dampproofing (while coating is
tacky) to ensure adhesion.

END OF SECTION 07 11 13
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